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Repair Procedures

300 mm (11.8 in)

_ DEEP GOUGE:
200 mm {7.9 in) 2 mm (0.08 in) approx.

© DEEP ABRASION:
3 mm (0.12 in} in deth approx.

@® SHALLOW SCRATCH:
External damage

. 100 mm
1 mm {0.04 in) approx. (3.9 in)
Damage ® Repaint/
Work steps To base External © Replacement
P material damage part
1. Sanding

2. Degreasing/Cleaning
(Damaged areas)

.

3. Appling filler

4. Drying filler

5. Sanding filler §
6. Degreasing/Cleaning ﬁ

7

7. Spraying primer/primer surfacer

8. Drying primer
9. Applying spot putty
10. Drying/Sanding

11. Intermediate coating

12. Drying/Sanding

13. Masking

14. Surface discharging
15. Top coating

16. Drying top coat
17. Polishing/Buffing

NOTE: () Indicates steps which may be required according to the degree of damage.
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